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Cathode Copper 99,99% LME Registered 

Price: http://www.lme.co.uk/copper.asp 

Discount 7/4 

Commission 3% (50% seller side 50% Buyer side) 
 

 
 

Top copper producing countries: Chile, U.S.A., Peru, China, Argentina, Australia, Gernamy, Indonesia, 
Russia, Canada, Zambia 
cCc Brand 

 
 

 Typical Composition  
  

 

Elements 
Concentration 
(ppm)  

Se 0.1 
Te 0.1 
Bi 0.1 
Cr <1 
Mn <1 
Sb 0.1 
Cd 0.1 
As 0.2 
P <1 
Pb 0.4 
S 3.0 
Sn 0.1 
Ni 0.1 
Fe 1.0 
Si <1 
Zn 0.1 
Co <1 
Ag 7.0 

   

 

 

 

c/ Virgilio 22 Bajos Can Pastilla - CP 07610 Palma de Mallorca – Baleares - España 

Tel: (34) 971 918 268 – Fax (34) 971 918 269 -Móvil: (34) 671 608 478 

E-mail jcasas@ofertas-commodities.com - Web: www.ofertas-commodities.com SKYPE: jcasas3148 

http://www.lme.co.uk/copper.asp
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Dimensions and Weight 
CATHODE   BUNDLE 

Dimensions(mm) Weight(kg)  Cathodes Dimensions(mm) Straps Seals Weight(kg) Corrugation 

Length Width Thickness    Length Width Thickness     
1,250 933 18 175-185  16 1,420 940 310 3 3 2,800-3.000 - 
 

cCc SX-EW 

 
 

Typical Composition 
  

 

Elements 
Concentration 
(ppm)  

Se 0.1 
Te 0.1 
Bi 0.1 
Cr <1 
Mn <1 
Sb 0.1 
Cd 0.1 
As 0.1 
P <1 
Pb 1.0 
S 5.0 
Sn 0.1 
Ni 0.1 
Fe 1.5 
Si <1 
Zn 0.1 
Co <1 
Ag 0.6 

 

 

 

 

 

Dimensions and Weight 

CATHODE  BUNDLE 

Dimensions(mm) Weight(kg)  Cathodes Dimensions(mm) Straps Seals Weight(kg) Corrugation 

Length Width Thickness    Length Width Thickness     
1,000 920 13 80  32 1,150 950 420 3 3 2,500 - 
 

 
CHUQUI-P 
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Typical Composition 
  

 

Elements 
Concentration 
(ppm)  

Se 0.1 
Te 0.1 
Bi 0.1 
Cr <1 
Mn <1 
Sb 0.1 
Cd 0.1 
As 0.2 

P <1 

Pb 1.0 
S 6.0 
Sn 0.1 
Ni 0.1 
Fe 2.0 
Si <1 
Zn 0.1 
Co <1 
Ag 0.3 

   

 
   

 

 

 

Dimensions and Weight 

CATHODE  BUNDLE 

Dimensions(mm) Weight(kg)  Cathodes Dimensions(mm) Straps Seals Weight(kg) Corrugation 

Length Width Thickness    Length Width Thickness     
1,000 980 7 50  40 1,010 990 300 3 3 2,000 Alternate 
 

cCc SBL 

 
 

Typical Composition 
  

Elements 
Concentration 
(ppm)  

Se 0.1 
Te 0.1 
Bi 0.1 
Cr <1 
Mn <1 
Sb 0.1 
Cd 0.1 
As 0.2 
P <1 
Pb 1.0 
S 6.0 
Sn 0.1 
Ni 0.1 
Fe 2.0 
Si <1 
Zn 0.1 
Co <1 
Ag 0.3 

 

 

 

 

 

Dimensions and Weight 

CATHODE  BUNDLE 

Dimensions(mm) Weight(kg)  Cathodes Dimensions(mm) Straps Seals Weight(kg) Corrugation 

Length Width Thickness    Length Width Thickness     
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990 980 6 45  50 1,000 1,000 470 3 3 2,200 Every four pieces 
 

 
 
 
AE 

 

 

 

Typical Composition 
  

Elements 
Concentration 
(ppm)  

Se 0.1 
Te 0.1 
Bi 0.1 
Cr <1 
Mn <1 
Sb 0.1 
Cd 0.1 
As 0.2 
P <1 
Pb <1 
S 4.5 
Sn 0.9 
Ni <1 
Fe 0.9 
Si <1 
Zn <1 
Co <1 
Ag 7.0 

 

 
   

 

 

 

Dimensions and Weight 

CATHODE  BUNDLE 

Dimensions(mm) Weight(kg)  Cathodes Dimensions(mm) Straps Seals Weight(kg) Corrugation 

Length Width Thickness    Length Width Thickness     
970 780 12 96  30 1,100 800 600 2 2 2,880 - 
 

AE SX-EW 

 
 

Typical Composition 
  

Elements 
Concentration 
(ppm)  

Se 0.1 
Te 0.1 
Bi 0.1 
Cr 0.1 
Mn 0.1 
Sb 0.1 
Cd 0.1 
As 0.2 
P <1 
Pb <1 
S 5.0 
Sn <1 
Ni <1 
Fe <1 
Si <1 
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Zn <1 
Co <1 
Ag <1 

  

Dimensions and Weight  

CATHODE  BUNDLE 

Dimensions(mm) Weight(kg)  Cathodes Dimensions(mm) Straps Seals Weight(kg) Corrugation 

Length Width Thickness    Length Width Thickness     
1,000 1,000 7 45  50 1,100 1,000 400 2 2 2,200 Every six pieces 
 

RT 

 
 

Typical Composition 
  

Elements 
Concentration 
(ppm)  

Se 0.1 
Te 0.1 
Bi 0.1 
Cr <1 
Mn <1 
Sb 0.1 
Cd 0.1 
As 0.2 
P <1 
Pb 1.0 
S 5.0 
Sn 0.1 
Ni 0.1 
Fe 1.0 
Si <1 
Zn 0.1 
Co <1 
Ag 0.3 

 

 
   

 

 

 

Dimensions and Weight 

CATHODE  BUNDLE 

Dimensions(mm) Weight(kg)  Cathodes Dimensions(mm) Straps Seals Weight(kg) Corrugation 

Length Width Thickness    Length Width Thickness     
1,000 1,000 12 75  26 1,000 1,000 550 3 3 2,000 Alternate 
 

ABRA 

 
 

Typical Composition 
  

Elements 
Concentration 
(ppm)  

Se 0.1 
Te 0.1 
Bi 0.1 
Cr <1 
Mn <1 
Sb 0.2 
Cd 0.1 
As 0.1 
P <1 
Pb 1.5 
S 3.0 
Sn 0.5 
Ni <1 
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Fe 2.0 
Si <1 
Zn <1 
Co <1 
Ag 0.5 

  

Dimensions and Weight 

CATHODE  BUNDLE 

Dimensions(mm) Weight(kg)  Cathodes Dimensions(mm) Straps Seals Weight(kg) Corrugation 

Length Width Thickness    Length Width Thickness     
1,000 1,000 12 90-100  28 1,100 1,000 500-700 3 3 2,400 Alternate 
 

ENM 

 
 

Typical Composition 
  

Elements 
Concentration 
(ppm)  

Se 0.5 
Te 0.5 
Bi 0.1 
Cr <1 
Mn <1 
Sb 0.5 
Cd <1 
As 0.5 
P <1 
Pb 0.6 
S 3.5 
Sn 0.2 
Ni 0.6 
Fe 0.5 
Si <1 
Zn <1 
Co <1 
Ag 8.0 

 

 
   

 

 

 

Dimensions and Weight 

CATHODE  BUNDLE 

Dimensions(mm) Weight(kg)  Cathodes Dimensions(mm) Straps Seals Weight(kg) Corrugation 

Length Width Thickness    Length Width Thickness     
960 980 14 115  20 1,100 980 400 2 2 2,300 - 
 

  
Chemical composition, % Name Minimum content (%) 

Russian Standard 859-2001 

M00K  99,99  

M0K  99,97  

M1K  99,95  

 

 
Form of making: 
cathodes 

Dimensions: 
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cathodes size: 985+/- 20mm X 885+/-50 mm X 4-10mm 
The weight of each cathode is 70-100 kg  

Packing: 
The cathodes are packed in bundles. Each bundle secured by steel wire. 

Weight of each single bundle is about 1,5 tones. 

Grade М00K М0К M1K 

Cu content, min 99.99 99.97 99.95 

Ipurities, max 

Bi, < 0.0002 0.0005 0.001 

Se, < 0.0002 - - 

Te, < 0.0002 - - 

Total group 1, max 0.0003   

Cr, < - - - 

Mn , < - - - 

Sb , < 0.0004 0.001 0.002 

Cd , < - - - 

As, < 0.0005 0.001 0.002 

P . < - 0.001 0.002 

Total group 2, max 0.0015   

Pb , < 0.0005 0.001 0.003 

  

S , < 0.0015 0.002 0.004 

  

Sn , < - 0.001 0.002 

Ni , < - 0.001 0.002 

Fe , < 0.001 0.001 0.003 

Si , < - - - 

Zn , < - 0.001 0.003 

Co , < - - - 

Total group 5, max 0.0020   

Ag , < 0.002 0.002 0.003 

Total impurities, max 0.0065 0.015 0.03 

  

O, max 0.01 0.015 0.02 
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CONDITIONS PAYMENT AND PROCEDURES 

Form of payment:  
Monthly Payments will be by Irrevocable letter of credit, 
transferable,auto revolving, divisible for a month amount USD 

xxx.xxx.xxx, issued by our top 50 World Bank, active and operated 
valid per the term of the contract 365 day and with payment 100% 

15 days after the cargo arrived at destination. The payment of the 
ARDLC shall be made to the Seller, and to the Seller indicated Bank, 

and payment will be upon the presentation 100% of each shipping 

documents at the destination port introducing CIQ or SGS to ensure 
the quality and send it to the seller. The Buyer will receive the Bill of 

Lading as well as the quantity and quality certificates approved by 
SGS or equivalent international Inspectors, available at each loaded 

Bank list 50 TOP: 
http://www.bankersalmanac.com/addcon/infobank/wldrank.aspx 

PB:   

Operative performance bond for 2% of the shipment value in the 
name of buyer or in buyer s nominee s name. This instrument will be 

delivered after receipt of LC on the conditions and operability of the 
method of payment. 

 

PROCEDURE:  

A. Buyer sends ICPO with soft probe provided + BCL + 

NCNDA/IMPFA. 
B. Seller FCO sent via e-mail. 

C. The buyer receives the FCO, print, sign, seal and return to the 
Seller signed the ARDLC draft for checking with my bank by e-mail. 

D. The seller sends draft contract to the Buyer  
E. Buyer verified, corrected and returned to Seller  

F. Seller, check and if you agree, sign the contract and returned to 
the buyer.  

G. Buyer verifies that the contract is approve d, signed, notarized 

before sealing the bank. 
H. Within three days the contract must be returned to Seller  

I. After the contract sent to the seller, this renders the invoice and 
send to the Buyer  

J. After receiving the invoice from the Seller to the Buyer 
, the Purchaser shall issue within five working days of 
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receiving the invoice, the ARDLC operations and assets transferable, 
irrevocable, I have divided the condition Pay 100% 

when the load is on the destination port introducing CIQ or SGS to 

ensure their quality and sent to the seller. 
K. The seller receives the first ARDLC operations and activities with 

the terms of the payment form. Should be sent by the buyer. 
L. They are tested on the bank of the seller that all documents are 

consistent. 
M. Send PB 2%. 

N. After the 2% PB within a few days we will submit the certificate of 
product quality. The real POP BL and SGS will be the actual charges 

that make up the operation. 
O. ARDLC must be from a bank Top 50. 

P. From the receipt of the ARDLC, the period of 45/60 days delivery 
begins to run. 

Q. After the first vessel arrived at the destination, subsequent 
deliveries will become the last 30/35 days delivery. So with all the 

monthly deliveries to fulfill the contract. 
 

Best regards. 
 

                                     

                                                                                                                                                           

Signed:  

José Casas 

Presidente/CEO        


